gL ] Certificate No./{iE B -H-51id :171228-ZRNC-186-001
@s\s_ Mill Test Certificatel&ﬁﬁlﬁliﬁil% Date of Issue/#&47 H#i:Jan., 08, 2018

Surface Finish/ZR &3 :NO.2B

Order No./4 [fl278:SRK712E85 . PO No./1] 5
Supplier/] P AL KB a7 5 5 PR 4 A Commodity//i%44:STS CR Coil
Customer/z = LI KU i3 B A TR A & Spec & Type/Hi#%:ASTM-A240-2016.:2205
: P ; " D
Yeielt g Tensite/ AR | Harg. \‘,. Chemical Composition/{¥,2% Bk 43 (%)
: . Product No. Qula- Hf | HeatNo. | V| vS oo TS EL | ness |
Size/ R~f 725 BT g{'% ko) |mmem| T MPa ) | Al S ¢ S Mi P S5 C N Cu Mo N
¥ 0 HRC ol e L SRR S =
N N
1.85x1219xC QXZ0178A 1| 19,143 | S672504 | T| 530 882 28 | 25 L| 217 570 1629 178 5 2253 576 85 306 1620
B| 537 892 28 | 25
** Sub  Total (01Q)** 1 19,143 (kg)
1.42x1219xC QXZ0317A 1| 19,001 | S672505 | T| 557 878 25 | 25 L| 218 548 1555 188 5 2252 568 96 302 1520
B| 558 874 28 | 25
=% Sub  Total (020 )™ 1 19,001 (kg)
“* Grade Total *** 2 38,144 (kg)
“* Grand Total *** 2 38,144 (kg)
==% |ast |tem ===
.
* Position - T ; Top, M : Middle, B : Bottom We hereby certify that the material herein has been made in accordance with the order and specification.

* Tensile Test. Direction : Transversal, Gauge Length : 50mm(Rectangular),
YP Method : 0.2% off-get
* Division - L:Ladle Analysis * Tr(Trace)

* This Mill Test Certificate cannot be copied for any purpose.

Surveyor To:

Zhangjiagang Pohang Stainless Steel Co.,Ltd.  No.1 Jinfeng Riverside Road, Zhangjiagang City, Jiangsu Province,PRC. P.C.:215625 Chief of material testing section  Ding. Bing



